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Grade Characteristic short-term 
tensile strength for design 

Tchar (kN) 

 Characteristic short-term 
tensile strength for design 

Tchar (kN) 
 Sheath type  Sheath type 
 2E/2D  2S 
30  30.16  33.75 
40  40.20  45.00 
50  50.27  56.25 
70  70.38  78.78 
75  75.40  84.35 
100  100.54  112.50  
    
 ME/MD  MS 
27  27.14  27.14 
36  36.18  36.18 
37.5  37.70  37.70 
45  45.22  45.22 
54  54.27  54.27 
63  63.31  63.31 



Grade Coil 
Length 

(m) 

Nominal mass 
(kg) 

Nominal width (a) 
(mm) 

Nominal thickness (b) 
(mm) 

  Sheath type Sheath type Sheath type 
  2E  2D  2S  2E  2D 2S  2E  2D  2S  
30  
40  
50  
70  
75  
100  

100  
100  
100  
100  
100  
100  

8.7  
10.9  
12.4  
16.7  
17.9  
24.1  

12.7  
16.7  
19.5  
24.1  
25.6  
31.1  

14.8  
18.5  
23.0  
28.6  
30.0  
37.7  

83  
83  
87  
90  
90  
90  

83  
84  
90  
90  
90  
90  

85  
85  
90  
90  
90  
90  

1.5  
1.7  
2.0  
2.5  
2.6  
3.1  

1.9  
2.2  
2.5  
3.0  
3.1  
3.7  

2.2  
2.5  
3.5  
4.0  
4.1  
6.0  

  ME  MD  MS  ME  MD MS  ME  MD  MS  
27  
36  
37.5  
45  
54  
63  

100  
100  
100  
100  
100  
100  

6.4  
8.1  
8.2  
10.1  
12.7  
14.4  

8.5  
10.8  
10.9  
13.2  
17.4  
20.4  

9.4  
12.0  
12.1  
14.5  
21.4  
22.7  

46  
47  
47  
48  
63  
63  

47  
49  
49  
48  
65  
65  

48  
49  
49  
49  
65  
66  

1.8  
2.2  
2.3  
2.7  
2.5  
2.8  

2.2  
2.8  
2.9  
3.3  
3.2  
3.7  

2.5  
3.0  
3.1  
3.6  
3.6  
3.9  



 

 

 

 

 

 

 

 

 

 

 

 

 

 



ASTM D4759 Standard practice for 

determining the specification conformance of geosynthetics

 

 

 


